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CUSTOMER NAME: Xiamen Goldcattle Plactic and Metal Products Co.,Ltd

ADDRESS: ROOM402,NO.1730,GANGZHONG ROAD,HULI,XIAMEN

Sample Name : SPROCKET RING

Above information and sample(s) was/were submitted and confirmed by the client. however, the
Company assumes no responsibility to verify the accuracy, adequacy and completeness of the sample
information provided by client.

***********
Date of Receipt : Mar 04, 2024

Testing Start Date : Mar 04, 2024

Testing End Date : Mar 06, 2024

Test result(s) : For further details, please refer to the following page(s)
(Unless otherwise stated the results shown in this test report refer only to
the sample(s) tested)
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Checked by

Approved by Date Mar 11,2024

Kevin Authorized signatory
BM Shenghe Testing Technology(Xiamen)Co.,Ltd
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Summary of Results:
No. Test Item Test Method Result Conclusion

1
Chemical composition

analysis
GB/T 4336-2016,AMD.1-2017 See test result /

Note: Pass : Meet the requirements;

Fail : Does not meet the requirements;

/ : Not Apply to the judgment.

Original Sample Photo:
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Chemical composition analysis:

Test method: GB/T 4336-2016,AMD.1-2017

Element C Si Mn P S Cr Ni Mo Ti

Req.,% ≤0.30 ≤0.70 ≤1.60 ≤0.025 ≤0.010 ≤1.00 ≤0.70 ≤0.50 ≤0.050

Result ,% 0.10 0.26 0.97 0.017 0.008 0.61 0.015 0.011 0.029

Element Pass Pass Pass Pass Pass Pass Pass Pass Pass

Note: The requirement was according to GB/T 24186-2009 type NM400.

Statement：
1. The report is not signed by the approved and the “special seal” is invalid;
2. Sample and sample information shall be provided by the applicant, who shall be responsible for its

authenticity.The Company has not verify its authenticity;
3. The result(s) shown in this report refer(s) only to the sample(s) tested;
4. Without written approval of Company,this report can’t be partially copied;
5. In case of any discrepancy between the English version and Chinese version of the testing

reports(if generated), the Chinese version shall prevail.

******** End of report********


